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Company Name XINGTAI YONGHAI RUBBER PRODUCTS CO., LTD.

shown on Report

Hh il MWET A EEZ R ERIE&E 165

Address NO. 16, IALEYUAN COMMERCIAL STREET, NEIQIU COUNTY, XINGTAI CITY,

HEBEI PROVINCE, CHINA

PAF IR e i B i B E B R AR B A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

EREZR S EPDMAR i 4t 2%

Sample Name EPDM rubber seal strip

FEmis YHO8

Model No. YHO08

FE W H B 2026.09.17

Sample Received Date Sep. 17,2026

B A H 3 2026.09.17-2026.09.20

Testing Period Sep. 17,2026 to Sep. 20,2026

KR B SR, XTFFRACRES 0% (Pb), H1(CD), R (), NI (D), 2N paps
IREXOR (PBBs), 2R 2Kk (PBDEs), <2k —HIERNs (DBP, BBP, DEHP, DIBP) 4T Inspection & T
Mo

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

ORIEER R RIS HZWT .

Test Method/Test Result(s) Please refer to the following page(s).
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=il RET R K XAFE 1005
onal (Tianjin) Co., Ltd. No.100, Xinda Road, Dongli Development Area, Tianjin, China




CTI =18
Rl &

Test Report

WERS  A2260825745101001F w2 T
Report No.  A2260825745101001E Page 2 of 7
ﬁ‘ﬁlﬂ'ﬁiﬁ Test Method
W Wik 7k vl
Measured
Test Item(s) Test Method Equipment(s)
=1 IEC 62321-5:2013 ICP-OES
Lead (Pb)
L= IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
K 1IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
VAVINS IEC 62321-7-2:201741/8IEC 62321-5:20133 UV-Vis/ICP-OES
Hexavalent Chromium (Cr(VI)) REaHEE

1IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

Z RN TEC 62321-12:2023 GC-MS -

)
Polybrominated Biphenyls (PBBs) b
AT
2R KT IEC 62321-12:2023 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H RS TEC 62321-12:2023 GC-MS .
Phthalates (DBP, BBP, DEHP, DIBP)
il
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T EE R Test Result(s)

PRI Tested Item(s) %%;i“““ K R MDL
£ Lead (Pb) 9 mg/kg 2 mg/kg

% Cadmium (Cd) 3 mg/kg 2 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg
75 % Hexavalent Chromium (Cr(VD) N.D. 8 mg/kg
WRTRE Tested Ttem(s) %%; ORI“““ J7 R HE R MDL
ERL VSIS Polybrominated Biphenyls (PBBs)

— R ZE Monobromobiphenyl N.D. 25 mg/kg

T REXZK Dibromobiphenyl N.D. 25 mg/kg

= JREEZE Tribromobiphenyl N.D. 25 mg/kg
VUYRIEZR Tetrabromobiphenyl N.D. 25 mg/kg
TLIREEZR Pentabromobiphenyl N.D. 25 mg/kg
7NTRIEZR Hexabromobiphenyl N.D. 25 mg/kg
HREX IR Heptabromobiphenyl N.D. 25 mg/kg
JUIREEZR Octabromobiphenyl N.D. 25 mg/kg
JLIRELZR Nonabromobiphenyl N.D. 25 mg/kg
IR ZK Decabromobiphenyl N.D. 25 mg/kg
WHRITE Tested Item(s) %%O;esu“ Jr¥ER HBR MDL
EA W3] Polybrominated Diphenyl Ethers (PBDEs)

— R — M Monobromodiphenyl ether N.D. 25 mg/kg
R 2K Dibromodiphenyl ether N.D. 25 mg/kg
=] —ZKT¥ Tribromodiphenyl ether N.D. 25 mg/kg

VUYR — KM% Tetrabromodiphenyl ether N.D. 25 mg/kg
TL¥R — KMk Pentabromodiphenyl ether N.D. 25 mg/kg

75 ¥R 2K Tk Hexabromodiphenyl ether N.D. 25 mg/kg
‘¥R 2K Heptabromodiphenyl ether N.D. 25 mg/kg
J\IR 2K Octabromodiphenyl ether N.D. 25 mg/kg
JUVR — 2K Nonabromodiphenyl ether N.D. 25 mg/kg
VR — 2K Decabromodiphenyl ether N.D. 25 mg/kg

g7
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WRIA EH Tested Item(s)

%% Result

001

J5 % H B MDL

4B 2 — FFERHE Phthalates (DBP, BBP, DEHP, DIBP)

(DBP)
CAS#:84-74-2

AR — . ] I8 Dibutyl phthalate 157 mg/kg

50 mg/kg

phthalate (BBP)
CAS#:85-68-7

AR ZHER T 5% 2L fE Butyl benzyl N.D.

50 mg/kg

CAS#:117-81-7

WHR W (2-2%) Ol Di- N.D.
(2-ethylhexyl) phthalate (DEHP)

50 mg/kg

(DIBP)
CAS#:84-69-5

AR2K — H iR — 5% T Ti§ Diisobutyl phthalate N.D.

50 mg/kg

e, /EBALIER Sample/Part Description

K2 CTIRERID
No. CTI Sample ID

1 001

Eiiipay
Description

YA (A EPDM YA
Black EPDM foam

B XPT R, &, RZFEMEERTE.
ND.=RKft ChNTHERHER)
-mg/kg =ppm=H JI 73—

Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

Tvice
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*ﬁﬂﬂﬁﬁ Test Process

1. #(Pb), #(Cd), % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

%5 0 T
Page 5 of 7

FREFES T &SN

in a vessel

Weigh sample and place it ::>

A H

Add digestion reagent :rl>

TH R FE b

Digest the sample

FA AR Al R

A 7 ¥ b B - 575
L Dry Ashing/ .
ICP-OES CER

F pon LB TAGER Alkali Fusion/ Residue iof i

/ (:I Make up with Acid Dissolution <:
Analyzed by deionized water Filtration

ICP-OES eionized water -
Solution
2. 7K (Hg)

Mercury (Hg)

PREREAL T 248 N T RAE

I K5
—>

3. A& (Cr (VD)

Hexavalent Chromium (Cr(VI))

. . R
Weigh samp le and place it —| Add digestion reagent Digest the sample
in a vessel
FH A /R A T
VAL EE <: 0 i
H ICP"OES LETKESR Alkali Fusion/ Residue s
AT <:| Make up with Acid Dissolution 1L ug
Analyzed by foni Filtration
ICP-OES deionized water ..
Hrit
Solution

EREMTERN
Weigh sample and place it
in a vessel

DO a7 —

Add digestion reagent

HRIE U An il

i BEIE IR pH H

Lt : . pr—
Add test solution N Adjust the pH Y alue —
of the solution
2 45 5 L (S HEBTRER
Adjust the pH value — Malce up with >
of the solution deionized water

TH AR S
Digest the sample

Iy

wH, g
Cool and filter

Fl UV-Vis 7347
Analyzed by UV-Vis

"™ Ui L
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4. BB (PBBs), LR TFEK(PBDEs), 4FZ—FERfK (DBP, BBP, DEHP, DIBP)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs), Phthalates (DBP, BBP,

DEHP, DIBP)

RERES T EE TS FA HLEE 7 R R IR WA RN
Weigh sample and place ~ [—) Extracted with > Transfer the extract into a
it in a thimble organic solvent volumetric flask

H GC-MS 4-#r AL TE &
<
Analyzed by GC-MS Make up with organic solvent

o K

N L
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FER P A

Photo(s) of the sample(s)

B T e | |
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A2260825745101001 ,

7 B Statement:

L AR E AN T T E AR s e s IR
This report is considered invalid without approved signature, special seal and the seal on the perforation;
ARG IRSR AT AR SIE L B SR S B IS IR AL, IR RO SR BT, CTURAZ SEH S
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified,;
- AR LI 25 SR AN S RE A7 T
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BRAEFA VI, R4S HRILAC-G8:09/2019 / CNAS-GLO15:2022 1 FH ] B35 52 (w=0) — JGHI 8 MU IIEA T 75 & 45
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;
. RECTIHHFEE, AMFEDEHIAMR S
Without written approval of CTI, this report can’t be reproduced except in full;
IR E RSB SR AR A ER, UIh O,
In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.
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**%* End of report ***
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